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Abstract:

Background

Despite  the  standard  approach towards  denture-induced hyperplasia  being surgery,  as  elderly  population increases  the  systemic
problems are carried along. Thus, surgery might be risky for patients with medical conditions.

Objective

In this report, a patient with severe inflammatory papillary hyperplasia, medical problems and dental fear was treated with a 5-week
nonsurgical protocol.

Method

Once in a week, the upper denture was relined with a zinc enolic paste, for four weeks. In the fifth week, the denture was relined with
fast set polymethyl methacrylate resin instead of zinc enolic paste so that the material would last longer than only a week until the
new pair of dentures was manufactured.

Results and Conclusion

The  generated  pressure  combined  with  antioxidant  and  anti-inflammatory  properties  of  the  paste  led  to  the  elimination  of  the
inflammatory papillary  hyperplasia  completely,  satisfying the  patient  and allowing the  manufacturing of  a  new set  of  complete
dentures.
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INTRODUCTION

Old and ill-adapted dentures injure the mucosa and might cause denture related inflammatory papillary hyperplasia
[1,  2].  The lesions are usually nodular and firm, with color varying from pink to red [1].  These lesions are usually
induced  by  negative  pressure  between  the  tissue  and  ill-adapted  denture  or  in  vacuum  chamber  used  in  the  upper
denture [3]. Vacuum chambers consist in a palatal relief in the denture. At first, the chamber creates negative pressure
in  the  area,  enhancing  retention  [4].  However,  with  time,  the  negative  pressure  causes  an  inflammatory  papillary
hyperplasia, being painless and taking the form of its chamber [3]. It can also be associated with the colonization of
Candida albicans, causing denture stomatitis and angular cheilitis [5]. Depending on the size of the lesion, removal of
the denture or a simple relining might solve the problem although in extensive cases such as vacuum chambers related
hyperplasia, the surgical approach is the standard treatment.

As elderly population increases, the systemic problems are carried along, thus surgery might be risky for patients
with  medical  conditions. Cryotherapy and  electrocauterization have also been suggested as treatment  options for  this
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In the fifth week, the denture was relined with fast set polymethyl methacrylate resin instead of ZOE so that the
material  would  last  longer  than  only  a  week  until  the  new  pair  of  dentures  was  manufactured.  In  order  to  avoid
recurrence of the lesion, the new pair of dentures was made according to the technique used at the School of Dentistry,
University of Sao Paulo. A preliminary impression was taken with an impression compound and the basal area was
determined. A custom tray was made and the final impression was taken with a fluid impression material in order to
copy every detail of the tissue. In order to not only promote retention but also to enhance stability, teeth were set in
bilateral balanced occlusion. Furthermore, it is important to stress to the patient that post-insertion visits are required in
order to make the proper adjustments of the dentures for a successful and lesion free outcome.

CONCLUSION

The method provided a good result as an alternative non-surgical treatment for denture induced hyperplasia.
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